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Capacity:660t/d 

(65000m2 for 3.2mm/d) 

Anneal line: 5 Lines 

Thickness: 2.8/3.2/4.0mm 

Maximum size:2000*1000 

Performance Test： 

Chemical contents 

Transmittance 

Iron content 

Roughness/Density 

Quality Guarantee: 

Every piece of glass were 

checked before delivery to 

accord with the Customer’s  

or our internal quality 

specification. 
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Capacity:660t/d 

(65000m2/d) 

Anneal line: 4 Lines 

Thickness: 2.8/3.2/4.0mm 

Maximum size:2000*1000 

Performance Test： 

Transmittance 

Mechanical resistance 

Aging test 

Compressive strength 

Bending 

Shock test 

Climate Simulation 

Quality Guarantee: 

Every piece of glass were 

checked before delivery to 

accord with the Customer’s  

or our internal quality 

specification. 
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